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CUSTOMER NAME: DEMEX (SHANGHAI) NEW MATERIAL CO., LTD

ADDRESS: 3F, NO.940, JIANCHUAN ROAD, SHANGHAI

Sample Name : EPOXY TILE GROUTS

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
Date of Receipt : 2024-07-15

Testing Period : 2024-07-15 ~ 2024-09-19

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co., Ltd Ningbo Branch.

Dick Zhao 
Authorized signatory

Tài liệu do Công ty TNHH Vật liệu và Giải pháp VNA cung cấp · 0903 166 617
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Summary of Results:

No. Test Item Test Method Result Conclusion

1 Abrasion resistance 72mm3 Pass

2 Shrinkage 0.8mm/m Pass

3 Flexural strength under
standard conditions

>58N/mm2 Pass

4 Compressive strength under
standard conditions

>93 N/mm2 Pass

5 Water absorption after 240min

ISO 13007-3：2010

0.05g Pass

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

N/A : Not Apply to the judgment.

Original Sample Photo:
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Test Method: ISO 13007-3：2010 Ceramic tiles Grouts and adhesives Part 3: Terms, definitions and 

specifications for grouts Second Edition

Test Result:

Test Item Test Results Technical Requirements Conclusion

Abrasion resistance 72mm3 ≤250 mm3 Pass

Shrinkage 0.8mm/m ≤1.5 mm/m Pass

Flexural strength under
standard conditions >58N/mm2 ≥30 N/mm2 Pass

Compressive strength 
under standard conditions

>93 N/mm2 ≥45 N/mm2 Pass

Water absorption after 

240min
0.05g ≤0.1g Pass

Note: Sample cannot be broken during flexural and compressive strength under standard conditions 
test for its high flexibility.

- All above tests were carried out by external laboratory assessed as competent. 

- The test report shall only be used for clients’ scientific research, teaching, internal quality control, 

product research and development, etc… and just for internal reference.

********End of report********
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